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Protocol of initied type testing No. P/0002/06

1. Subject of testing: Thermally toughened float glass and toughened float
enamelled glass with thickness 3-19 mm, coated float
glass with £< 0,1 and 0,25- 1, with thickness 4,6,8 and
10 mm, coated float glass with € 0,1- 0,25 and thickness

4,6,8, 10 and 12 mm

2. Producer: PRESS-GLAS S.A. Tychy Branch, 43-100 Tychy,
Cielmicka street 44

3. Principal orderer: PRESS-GLAS S.A. Tychy Branch, 43-100 Tychy,
Cielmicka street 44

4. Base of testing: = PN-EN 12150-1, PN-EN 12150-2, PN-EN 1288-3,
PN-EN 12600

5. Judgement: Initied type testing obtained positive resuit.
The strengh class for pendulum test:
- float glass with thickness 3 and 12 mm and coated float
glass with £ 0,1- 0,25 with thickness 6 mm - 1/C/1,
- float enamelled glass with thickness 3 mm - 1/C/2

6. The Basic of judgement: Test Report No 067.W.06.AK dated 13.07.2006

Petnomocnik Dyrektora Oddziatu
d/s Bgdawczych
Kierownik Laborgtpri

Cracow; 11'September 2006 iiiisesssessrassansasspleloncediinsaannins
mgr inz. féerasa Skkierska

adawczego




	Page 1

